TEST REPORT

Sell No.: XE030883 DATE:2014. 03. 28

Product Name: IW41FL Approve Maker

Test condition : 23+2°C, 50+5%R. H E
LEERNEN I

Test Item (Unit) Test Method Standard Test Result

1. S5

Total Thickness ( um) ASTM D-1000 110+25 108

2. BNBSCKGHE )

Adhesion To Steel ( kgf/25mm ) ASTM D-1000 0.1570. 70 0.21

3. B IR A 7

Adhesion To Backing ( kgf/25mm ) ASTM D-1000 0.1570. 70 0. 20

4. H B )

Unwind Force C gf/19mm ) ASTM D-1000 2007680 451

5. Prik iz

Tensile Strength ( kgf/25mm ) ASTM D-1000 2.576.5 4.23

6. fifi %

Elongation ( % ) ASTM D-1000 1007300 160

(27 NCENED

Dielectric Breakdown (kv) ASTM D-1000 21 5.6

8. BHBR M

Flammability ASTM D—-568 PASS

9. RoHSHarH|

RoHS Test PASS
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